
Georgian Hijri

2023 1444

2023-03-12 20/08/1444

2023-03-16 24/08/1444

2023-03-19 27/08/1444

2023-03-23 01/09/1444

2023-03-26 04/09/1444

2023-03-30 08/09/1444

2023-04-02 11/09/1444

2023-04-06 15/09/1444

2023-04-03 12/09/1444 Mid-Term Exam. Monday (9:30-10:30 pm)

2023-04-09 18/09/1444

2023-04-13 22/09/1444

2023-04-16 25/09/1444

2023-04-20 29/09/1444

2023-04-23 03/10/1444

2023-04-27 07/10/1444

2023-04-30 10/10/1444

2023-05-04 14/10/1444

2023-05-07 17/10/1444

2023-05-11 21/10/1444

2023-05-14 24/10/1444

2023-05-18 28/10/1444

2023-05-21 01/11/1444

2023-05-25 05/11/1444

2023-05-28 08/11/1444

2023-06-01 12/11/1444

2023-06-04 15/11/1444

2023-06-08 19/11/1444

* Attendance is crucial in all sessions

* Students are excused of only 25% of all classes with or without legitimate excuse

* Students are not allowed to attend in sessions other than the ones in their  schedules

Eng. Ibrahim Almohanna

ialmohanna@ksu.edu.sa

office: 2A92

10th

11th

12th

9th Project

Project

Final Exam

8th

Eid Break

Eid Break

Dynamic Shear Rheometer Test (DSR).

BBR and DTT.

Marshal  Mix Design

Extra

7th

Break

Kinematic Viscosity Test.

Ductility Test.

Rolling Thin Film Oven Test (RTFO).

Pressure Aging Vessel Test (PAV).

Bitumen Properties

Penetration test of semi-solid Bitumen.

Softening Point (Ring and Ball test).

Resistance to Degradation Test: LA Test – Abrasion and Impact.

Resistance to Disintegration Test: Soundness Test

California Bearing Ratio Test (CBR).

Sand Equivalent Value Test.

Specific Gravity and Absorption test of  Aggregate.

Specific Gravity of Asphalt

Week Topic

Introduction

Highway Materials

Sampling Methods of Aggregate.

Sieve Analysis Test: Fine and Coarse Aggregate 

1st

3rd

2nd

5th

4th

mailto:ialmohanna@ksu.edu.sa

